
CH2M HILL
ATTERBERG LIMITS

File No.
Perf by LH Date 11/14/2006

Project Phase I COPR Investigation Calc. by LH Date 11/18/2006 Boring No. B-101
Location Dundalk Marine Terminal Chk'd by KAS Date 1/29/2007 Test Pit No.

Sample ID
B-101-SOI-3132

Liquid Limit

Blows Can No. Can Wt. (g)
Can + Wet
Soil Wt. (g)

Can + Dry 
Soil Wt. (g) Water Content (%) Liquid Limit

90 C24 11.37 26.58 18.4 116.3584637 144
66 C5 11.68 21.33 15.74 137.6847291
25 C3 11.33 19.34 14.64 141.9939577

Plastic Limit

Can No. Can Wt. (g)
Can + Wet
Soil Wt. (g)

Can + Dry 
Soil Wt. (g) Water Content (%) Plastic Limit Plasticity Index

C21 10.99 17.31 14.83 64.58 65 79

Liquid Limit--Blows v. Water Content

y = -16.285Ln(x) + 196.66

0
20
40
60
80

100
120
140
160

1 10 100

Blows

W
at

er
 C

on
te

nt
 (%

)


