
Perf by WHM Date 8/12/2007
Project Phase 2 COPR Investigation Calc. by WHM 8/13/2007

Location Dundalk Marine Terminal Chk'd by LC Date 8/22/2007

Sample ID CSG-2-SOI-020035
Sample Description SM sand from layer above HB

Flask No. Mpycn (g) Mpycn+water (g)
Tpycn+water,calibration 

(°C) Msoil,dry (g) Mpycn+soil,dry (g) Mpycn+soil+water (g)
F21 95.02 344 25.6 60.78 155.8 382.46

Vpycn (mL) Gs,t T of test (°C) Gs,20°C
248.14 2.743 22.8 2.755
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