
Perf by BM Date 7/15/2007
Project Phase 2 COPR Investigation Calc. by BM Date 7/27/2007

Location Dundalk Marine Terminal Chk'd by LC Date 8/22/2007

Sample ID B-131-SOI-250270
Sample Description SP sand from layer immediately above HB

Flask No. Mpycn (g) Mpycn+water (g)
Tpycn+water,calibration 

(°C) Msoil,dry (g) Mpycn+soil,dry (g) Mpycn+soil+water (g)
F2 94.77 343.57 26.3 57.61 152.38 379.61

Vpycn (mL) Gs,t T of test (°C) Gs,20°C
247.92 2.690 23.7 2.703

 

CH2M HILL - SPECIFIC GRAVITY DETERMINATION


