
CH2M HILL
ATTERBERG LIMITS

File No.
Perf by JT/KC/LH Date 11/3/2006

Project Phase I COPR Investigation Calc. by L. Hunt Date 11/4/2006 Boring No. INC-11
Location Dundalk Marine Terminal Chk'd by KAS Date 1/30/2007 Test Pit No.

Sample ID
INC-11-SOI-4142

Liquid Limit

Blows Can No. Can Wt. (g)
Can + Wet
Soil Wt. (g)

Can + Dry 
Soil Wt. (g) Water Content (%) Liquid Limit

70 C1 11.48 21.69 17.94 58.0495356 59
38 C4 11.61 24.55 19.79 58.19070905
12 C7 11.45 22.35 18.18 61.96136701

Plastic Limit

Can No. Can Wt. (g)
Can + Wet
Soil Wt. (g)

Can + Dry 
Soil Wt. (g) Water Content (%) Plastic Limit Plasticity Index

C8 11.52 13.68 13.1 36.71 37 22

Liquid Limit--Blows v. Water Content

y = -2.3548Ln(x) + 67.541
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