CH2M HILL

GRAIN SIZE ANALYSIS File No.
Perfby Lisa Carter Date 3/26/2007 Boring No. DMT-32S
Project Phase | COPR Investigation Calc. by Lisa Carter Date 3/28/2007 Test Pit No.
Location Dundalk Marine Terminal Chk'd by JMT Date 7/23/2007 Sample No. 30' - 32
Gradation sample W/C sample
before washing tare no.
tare no tare wt.
wet+tare | 795.6 wet + tare
tare wt. | 205.9 dry + tare
wet wt. 589.7 water 0.0
dry wt. 0.0
Wc—p 0.0% W, 0.0%
dry weight | 589.7 | = W, = W—Wa
1+W,
Sieve Analysis
Classification U.S. Std. | Wt. Retained Tare Wt. 2 Wt. Sieve Percent
Sieve No. Wit. Retained | Retained | Size mm Passing Percentage of:
3" 76.200 100.0 Gravel 6.2
2" 50.800 100.0 C - Sand 0.3 Total
Gravel 1.5" 38.100 100.0 M - Sand 25.6 % Sand
3/4" 6.17 6.17 6.17 19.000 98.7 F - Sand 50.3 76.2
3/8" 10.12 10.12 16.29 9.500 96.6 Fines 17.5
#4 + #8| 13.30 13.30 29.59 4.760 93.8
C #10 1.58 1.58 31.17 2.000 93.5
M #40| 121.93 121.93 153.10 0.425 67.8
Sand #50| 125.26 125.26 278.36 0.300 41.5
F #100| 92.73 92.73 371.09 0.150 22.0
#200| 21.43 21.43 392.52 0.074 17.5
Silt/Clay Pan 1.94 1.94 394.46
Total Sieved  394.46
-200 fraction washed| 81.58
Total Wt.| 476.04

*Note: #4 and #8 together with #4 at 6.60 and #8 at 6.70




