Project Phase 2 COPR Investigation

CH2M HILL
pH TEST RESULTS

Perf by WHM

Calc. by WHM

Location Dundalk Marine Terminal

Chkd by LC

Sample ID Depth
TTI-S45N 1.0-1.1
TTI-S45N 8.0-9.0

pH
12.50
12.54

Date 7/17/2007

Date 7/26/2007

Date 7/29/2007

File No.

Boring No.
Test Pit No. TTI-S45N



