
CH2M HILL
ATTERBERG LIMITS

File No.
Perf by Tim Wenk Date 12/4/2006

Project Phase I COPR Investigation Calc. by Tim Wenk Date 12/4/2006 Boring No. DMT-30S
Location Dundalk Marine Terminal Chk'd by JMT Date 7/23/2007 Test Pit No.

Sample ID
31-34

Liquid Limit

Blows Can No. Can Wt. (g)
Can + Wet
Soil Wt. (g)

Can + Dry 
Soil Wt. (g) Water Content (%) Liquid Limit

18 11.05 41.03 29.52 62.31727125 60
28 11.14 33.27 24.9 60.82848837
35 11.01 35.57 26.5 58.55390575
47 11.1 45.87 33.23 57.1170357

Plastic Limit

Can No. Can Wt. (g)
Can + Wet
Soil Wt. (g)

Can + Dry 
Soil Wt. (g) Water Content (%) Plastic Limit Plasticity Index

11.11 17.81 16.47 25.00000 25 35
11.07 18.1 16.58 27.58621

Liquid Limit--Blows v. Water Content

y = -5.6046Ln(x) + 78.799
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