Project Phase 2 COPR Investigation
Location Dundalk Marine Terminal

Sample ID
SBA-D-3
SBA-D-3
SBA-D-3
SBA-D-3
SBA-D-3
SBA-D-3
SBA-D-3
SBA-D-3

Depth
2-3
7-8
9-10
11-12
17 -18
22-23
25-26
29-30

pH
8.93
8.70
9.80
8.70
9.78
11.36
11.55
8.59

CH2M HILL
pH TEST RESULTS

Perf by WHM
Calc. by WHM
Chk'dby LC

Date
Date
Date

7/12/2007
7/15/2007
7/30/2007

File No.

Boring No. SBA-D-3
Test Pit No.



